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Wear

Contamination Chemistry

High Fault

Low Fault

High Alert

Low Alert

Normal

Ref Oil Moolman TC60 New Brand TC60 - 2.29

Sample Date 2012/11/07
Sample # 7
Unit Usage
Oil Usage
Oil Added

Wear 10
Ferrous Idx 2
LCont Ferrous 0

Contamination 0
% Water 0.56
LCont Droplet 0
LCont NonFe 0

Chemistry 30
Chemical Idx -7
Dielectric 2.22
Visc %Chng
Visc 40C

Moolmans
Siguiri
Guinee
Telephone
christo@edprevent.com

Ferrous Idx

2012/11/07 2012/11/070

8

Chemical Idx

2012/11/07 2012/11/07-14

14

% Water

2012/11/07 2012/11/070.5

0.6
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